
Geochemical

Lab Report

Bondar-Clegg, Inc.

12980 Wtsrundar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPH INSPECTION & TESTING SERVICES

REPORT: D89-32329.4 ( COMPLETE ) REFERENCE INFO: 0-250

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-613 DATE PRINTED: 2-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 50 0.002 OPT Fite Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 50 2 -150 50 Assay Prep 50

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIM BARRON

INVOICE TO: MR. JIM BARRON

Bondar-Clegg, Inc. 
12 Wc.;,n.. Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-323~.4 ( CONPLETE l 

CLIENT: BROHN "INIMG CORP. 
PROJECT: R89-613 

ORDER 

1 Au 

ELENENT 

Gold 

SAMPLE TYPES 

D DRILL CORE 

HUMBER 

50 

REPORT COPIES TO: NR. JIN BARRON 
NR. JIN BARRON 

BC 
BDNDAR-CLEGG 

Geochemical 
Lab Report 

A DI\ ISION m INCHC. I\PE INSPECTIO:'I & TESTING SERVICES 

MlMBER OF LOWER 
ANALYSES DETECTION LINIT OORACTIOH 

50 0.002 OPT 

SIZE FRACTIONS 

2 -150 so 

REFERENCE INFO: 0-250 

SUBNITTED BY: J. BARRON 
DATE PRINTED: 2-HOV-89 

"ETHOD 

Fire Assay 

SAMPLE PREPARATIONS KUNBER 

Assay Prep so 

INVOICE TO: NR. JIN BARRON 

_J 



Geochemical

Lab Report

Bondar-Clegg, Inc.

1298U W&rC^dar Dr.

Lakewood, Colorado 80228

(303) 989-1404

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED; 2-NW-89
REPORT: 089-32329.4 PROJECT: R89-613 PAGE 1 □
SAMPLE ELEMENT Au SAMPLE
NUMBER UNITS OPT NUMBER

ELEMENT Au
UNITS OPT
. v • * sI

D2 R89-613-0-5 0.008 02 R89-613-200-205 0.005
D2 R89-613-5-10 0.007 02 R89-613-205-210 0.008
D2 R89-613-10-15 0.00G D2 R89-613-210-215 0.008
D2 R89-613-15-20 0.006 02 R89-613-215-220 0.006
1)2 R89-613-20-25 0.018 02 R89-613-220-225 0.040

02 R89-613-25-30 0.054 02 R89-613-225-230 0.029
02 R89-613-30-35 0.025 02 R89-613-230-235 0.036
02 R89-613-35-40 0.009 02 R89-613-235-240 0.011
02 R89-613-40-45 0.008 02 R89-613-240-245 0.018
02 R89-613-45-50 0.007 02 R89-613-245-250 0.010

02 R89-613-50-55 0.010
D2 R89-613-55-60 0.005
02 R89-613-60-65 0.005
02 R89-613-65-70 0.006
02 R89-613-70-75 0.007

02 R89-613-75-80 0.007
02 R89-613-80-85 0.008
02 R89-613-85-90 0.007
02 R89-613-90-95 0.003
02 R89-613-95-100 0.009

02 R89-613-100-105 0.003
02 R89-613-105-110 0.005
02 R89-613-110-115 0.013
02 R89-613-115-120 0.005
02 R89-613-120-125 0.003

02 R89-613-125-130 0.006
02 R89-613-130-135 0.005
02 R89-613-135-140 0.005
02 R89-613-140-145 0.002
02 R89-613-145-150 (0.002

02 R89-613-150-155 0.003
02 R89-613-155-160 0.005
02 R89-613-160-165 (0.002
02 R89-613-165-170 0.008
02 R89-613-170-175 0.008

02 R89-613-175-180 0.004
02 R89-613-180-185 0.004
02 R89-613-185-190 0.003
02 R89-613-190-195 0.011
02 R89-613-195-200 0.007

L 

Bondar-Clegg, Inc. 
129 er ooar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: D89-32329.4 

SMPLE ELENENT 
NUltBER UNITS 

D2 R89-f>13-0-5 
D2 R89-613-5-10 
D2 R89-613-10-15 
D2 R89-613-1S-20 
D2 R89-613-20-2S 

D2 R89-613-25-30 
D2 R89-613-30-35 
D2 R89-613-35-40 
D2 R89-613-40-45 
D2 R89-613-45-50 

D2 R89-613-50-55 
D2 R89-613-55-60 
D2 R89-613-60-65 
D2 R89-613-65-70 
D2 R89-613-70-75 

D2 R89-613-75-80 
D2 R89-613-80-85 
D2 R89-613-85-90 
D2 R89-613-90-95 
D2 R89-613-95-100 

D2 R89-613-100-105 
D2 R89-613-105-110 
D2 R89-613-110-115 
D2 R89-613-115-120 
D2 R89-613-120-125 

D2 R89-613-125-130 
D2 R89-613-130-135 
D2 R89-613-135-140 
D2 R89-613-140-145 
D2 R89-613-145-150 

D2 R89-613-150-155 
D2 R89-613-155-160 
D2 R89-613-160-165 
D2 R89-613-165-170 
D2 R89-613-170-175 

D2 R89-613-175-180 
D2 R89-613-180-185 
D2 R89-613-185-190 
D2 R89-613-190-195 
D2 R89-613-195-200 

Au 
OPT 

0.008 
0.007 
0.006 
0.006 
0.018 

0,054 
0.025 
0.009 
0.008 
0.007 

0.010 
0,005 
0.005 
0.006 
0.007 

0.007 
0.008 
0.007 
0.003 
0.009 

0.003 
0.005 
0.013 
0.005 
0.003 

0.006 
0.005 
0,005 
0.002 

{0.002 

0.003 
0.005 

{0.002 
0.008 
0.008 

0.004 
0.004 
0.003 
0.011 
0.007 

BC~ 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
DATE PRINTED: 2-NOV-89 

I PROJECT: R89-613 

SANPLE 
HUNBER 

ELEIIENT 
UNITS 

D2 R89-613-200-205 
D2 R89-613-205-210 
D2 R89-613-210-215 
D2 R89-613-215-220 
D2 R89-613-220-225 

D2 R89-613-225-230 
D2 R89-613-230-235 
D2 R89-613-235-240 
D2 R89-613-240-245 
D2 R89-613-245-250 

Au 
OPT 

0.005 
0.008 
0.008 
0.006 
0.040 

0.029 
0.036 
0.011 
0.018 
0.010 

Geochemical 
Lab Report 

PAGE 1 



R!n'f?n:'f7 R 
D ~ I (:J :~, lJ d ~ ~ 

I I 
1 

NOV R 1989 I 
BROHM MINING CO. 

- -

. . . . 



BONDARCLEGG

Bondar-Clegg, Inc.

12980 West Cedar Dr

Lakewood, Colorado 80228

(303) 989-1404

BRUHM MINING CORP. 
MR- JIM BARRON 
P-U. BOX 483 
DEADWOOD, SD 
57738

Invoice s 0010096, I-1 a t| e 1

Date : 8 -NO0- 09

R & p o r t Nos D09— 38389.4 
Project s R69-613 
References 0-250

SO Analyses of Gold at $ 7.00 t 350 «00
Subtotal t 350.00 f 350.00

S a m p 1 e P r e p a r a t i o n
SO Samples of Assay Prep at f 3.00 f 150.00

Subtotal * 150.00 % 150.00

M i sce 11 aneous Ch art| &s
4* S.D. state sales tax % 6.00

il% Dead wood city sales tax % 3. 00
Subtotal f 9 „ 00 if 9.00

Invoice Tot a J. k f 509.00 U

f;

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

BC 
BIIIJAR-a.EGG 

tll,.1)111•1 IIIMJ )I, l lJI 

I F • ,) I I 

,,0 111 I \:_ t 
{It t. 

n p I. 
I )I 

I I ., I 

I I 

)I.I I l • 

d 

Lt 
l, 

I' 

'' p 
I> I 

l 

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 
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Bondar-Clegg, Inc. 
12980 We-;t Cedar Dr. 

Lakev.ood, Colorado 80228 
(303) 989-14{» 
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Geochemical

Lab Report

Bondar-CInc.

IMO West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32330.4 ( COMPLETE ) REFERENCE INFO: 250-550

CLIENT: BROHH MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-613 DATE PRINTED: 3-N0V-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold GO 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 923
Sample Pickup 1

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON 
MR. JIH BflRROT

INVOICE TO: MR. JIH BARRON

Bondar-f,~, Inc. 
~ 80 West eclar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

1 

,_I ____ RE_Po_R_r :_D_8_9-_J_2J_Jo_._4 _< _c_oN_PL_E_TE_> ___ __J 

CLIENT: BROH" l'IIHING CORP. 
PROJECT: R89-613 

NUl'IBER OF LOWER 

REFERENCE IHFO: 250-SS0 

SUBl'IITTED BY: J. BARROM 
DATE PRINTED: 3-HOV-89 

ORDER ELEIIEHT ANALYSES DETECTION Lil'IIT EXTRACTION l'IETHOD 

1 Au 

SAIIPLE TYPES 

0 DRILL CORE 

Gold 

HUl'IBER 

60 

REl'IARKS: Final results are reported. 

REPORT COPIES TO: l'IR. JIN BARRON 
I'll( Jll'I ftwnn.,~ 

60 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HU"BER 

60 

Fire Assay 

SAl'IPLE PREPARATIONS HUl'IBER 

Assay Prep 
Excessive Wetness 
Sa•ple Pickup 

INVOICE TO: l'IR. JIN BARRON 

60 
923 

1 



Bondar-Clpfig, Inc.
12^80 '\fcst cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

Geochemical

Lab Report

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

MTE PRINTED; 3-HQV-&3..
REPORT: D89-32330.4 PROJECT: R89-613 PAGE 1

SAMPLE
NUMBER

ELEMENT
UNITS

An
OPT

SAMPLE
NUMBER

ELEME|lt^| ,.Au # u 
UNITS' * OPT W W

D2 R89-613-250-255 0.010 DE R89-613-450-455 0.010
BE R89-613-255-260 0.013 DE R89-J13-455-460 ' 0.0M
DE R89-613-260-265 0.010 DE R89-% 13-460-465 0.0E0

DS R89-613-265-270 0.007 DE R89-613-465-470 0.056
DE R89-613-270-275 0.009 DE R89-613-470-475 0.035

DE R89-613-375-E80 0.010 DE R89-613-475-480 0.009
DE R89-613-380-285 0.009 DE R89-613-480-485 0.013
D2 R89-613-285-290 0.013 DE R89-613-485-490 0.006
D2 R89-613-E90-295 0.010 DE R89-613-490-495 0.007
DE R89-613-295-300 0.016 DE R89-613-495-500 0.009

DE R89-613-300-305 0.013 DE R89-613-500-505 0.003
DE R89-613-305-310 0.005 DE R89-613-505-510 0.009
DE R89-613-310-315 0.014 DE R89-613-510-515 0.007
DE R89-613-315-320 0.018 DE R89-613-515-520 0.027
DE R89-613-320-325 0.016 DE R89-613-520-525 0.016

D2 R89-613-325-330 0.017 DE R89-613-525-530 <0.00E
DE R89-613-330-335 0.0E7 DE R89-613-530-535 0.006
D2 R89-613-335-340 0.01E DE R89-613-535-540 0.005
DE R89-613-340-345 0.0E3 D2 R89-613-540-545 <0.002
D2 R89-613-345-350 0.06E DE R89-613-545-550 0.0E3

DE R89-613-350-355 0.07E
DE R89-613-355-360 0.061
DE R89-613-360-365 0.050
D2 R89-613-365-370 0.013
D2 R89-613-370-375 0.017

DE R89-613-375-380 0.041
DE R89-613-380-385 0.047
DE R89-613-385-390 0.049
DE R89-613-390-395 0.030
DE R89-613-395-400 O.OE8

DE R89-613-400-405 0.016
D2 R89-613-405-410 0.0E0
DE R89-613-410-415 0.013
DE R89-613-415-4E0 0.015
DE R89-613-4E0-4E5 0.023

D2 R89-613-425-430 0.014
DE R89-613-430-435 0.007
DE R89-613-435-440 0.034
DE R89-613-440-445 0.01E
DE R89-613-445-450 0.011

Bondar-C , Inc. 
980 · est edar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 089-32330.4 

SAl'IPLE ELENEHT 
HUIIBER UNITS 

D2 R89-613-250-255 
D2 R89-613-255-260 
D2 R89-613-260-265 
D2 R89-613-265-270 
D2 R89-613-270-275 

D2 R89-613-275-280 
D2 R89-613-280-285 
D2 R89-613-285-290 
D2 R89-613-290-295 
D2 R89-613-295-300 

D2 R89-613-300-305 
D2 R89-613-305-310 
D2 R89-613-310-315 
02 R89-613-315-320 
D2 R89-613-320-J25 

D2 R89-613-32S·330 
D2 R89-613-330-JJ5 
D2 R89-613-335-340 
D2 R89-613-340-345 
D2 R89-613-34S-350 

D2 R89-613-350-355 
D2 R89-61J-J55-360 
D2 R89-61J-J60-365 
02 R89-61J-365-370 
D2 R89-613-370-375 

D2 R89-613-375-380 
D2 R89-613-380-385 
D2 R89-613-385-J90 
D2 R89-613-390-J95 
D2 R89-613-395-400 

D2 R89-61J-400-405 
D2 R89-613-40S-410 
D2 R89-613-410-415 
D2 R89-613-415-420 
D2 R89-613-420-425 

D2 R89-613-425-430 
D2 R89-613-430-435 
D2 R89-613-435-440 
D2 R89-61J-440-445 
D2 R89-613-445-4SO 

Au 
OPT 

0.010 
0.013 
0.010 
0.007 
0.009 

0.010 
0.009 
0.013 
0.010 
0.016 

0.013 
0.005 
0.014 
0.018 
0.016 

0.017 
0.027 
0.012 
0.023 
0.062 

0.072 
0.061 
0.050 
0.013 
0.017 

0.041 
0.047 
0.049 
0,030 
0.028 

0.016 
0.020 
0.013 
0.015 
0.023 

0.014 
0.007 
0.034 
0.012 
0.011 

BC 
BONDAR-CLEGG 

A DJ VISION OF INCHCAPE INSPECTION & TESTING SERVICES 
DATE PRINTED: 3-NOV-89 

I PROJECT: R89-61J 

SAIIPLE ELEIIE Au 
HUIIBER UNITS OPT 

D2 R89- 13-450-455 0.010 
D2 R89 13-455-460 o.o. 
D2 R89· 13-460-465 0.020 
D2 R89-613-465-470 0.056 
D2 R89-613-470-475 0.035 

D2 R89-613-475-480 0,009 
D2 R89-613-480-485 0.013 
D2 R89-613-485-490 0.006 
D2 R89-613-490-495 0.007 
D2 R89-613-495-500 0.009 

D2 R89-613-500-505 0.003 
D2 R89-613-S05-510 0.009 
D2 R89-613-510-515 0.007 
D2 R89-613-515-520 0.027 
D2 R89-613-520-525 0.016 

D2 R89-613-525-5JO (0.002 
D2 R89-613-530-535 0.006 
D2 R89-61J-535-540 0.005 
D2 R89-613-540-545 <0.002 
D2 R89-613-S4S-S50 0.023 

Geochemical 
Lab Report 
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BROHM MINING CHRP. 
MR. JIM BARRON 
P.O. BOX 405 
DEADWGOD, SI)
57732

Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303)989-1404

I)),vui.Cfe..... 4)045984, Pacje .1

. j; ,6~N0V~#9

R teilCj.'C t - Wa s - JO A9-*32330.4 
Project R89-613 
Iv’e-'f erericey-s ‘ 850 -550

80 Analyses of Gold at % 7.00 * 420.00
Subtotal * 420.00 * 420.00

S a m p 1 e P r e p a r a t i o n
60 Samples of Assay Prep at * 3.00 * 180.00
983 Samples of Excessive Wetness at * 0.20 * 184.60

1 Sample of Sample Pickup at *18.00 * 12. 00
Subtotal * 376.60 % 376.60

11 i s c b 11 a n e a t.i s C h a r t| e s
4% S. J>. state sales tax * 15.0 6

2 % Deadwoo d c i t y s a .1. e s tax * 7.53
Su btota1 28.59 * 82. 59

Invoice lotals % 819-IS U.8

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

Bondar-Uegg, Inc. 
12980 West Cedar Dr 

Lakewood, ( olorado 80228 
(303) 989 1404 
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Bondur-Clegg.lnc.

12980 West Cedar Dr. P

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

Geochemical

Lab Report

A DIVISION OF 1NCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32331.4 ( COMPLETE ) REFERENCE INFO: 550-705

CLIENT: BR0HN MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-613 DATE PRINTED: 2-N0V-B9

NUMBER OF LOWER
ORDER ELEHENT ANALYSES DETECTION LIHIT EXTRACTION HETHOD

1 Au Gold 31 0.002 OPT Fire Assay

SAMPLE TYPES NUHBER SIZE FRACTIONS NUHBER SAHPLE PREPARATIONS NUHBER

D DRILL CORE 31 1

c
u 31 Assay Prep 31

Excessive Wetness 638

REHARKS: Final results are reported.

REPORT COPIES TO: HR. JIM BARRON 
HR. JIM BARRON

INVOICE TO: HR. JIH BARRON

Bon -Clegg,lnc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 

REPORT: 089-32331.4 ( CONPLETE > 

CLIENT: BROHN NININ6 CORP. 
PROJECT: R89-613 

ORDER 

1 Au 

ELENEHT 

Gold 

SAflPI.E TYPES 

D DRILL CORE 

HI.RIDER 

31 

REIIARKS: Final results are reported. 

REPORT COPIES TO: NR. JIN BARRON 
NR. JIN BARRON 

HllftBER OF LOUER 
ANALYSES DETECTION LINIT EXTRACTION 

31 0,002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

31 

REFERENCE INFO: 550-705 

SUBNITTED BY: J, DARRON 
DATE PRINTED: 2-HOU-89 

ftETitOD 

Fire Assay 

SMPLE PREPARATIONS HUIIDER 

Assay Prep 
Excessive Wetness 

31 
638 

INVOICE TO: NR, JIN BARRON 



Geochemical

Lab Report

Bondar-CleggTTnc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

DATE PRINTED:
REPORT: D89-32331.4

2-N0V-89
PROJECT: R89-613 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-6i3-550-555 0.019
D2 R89-613-555-560 0.008
D2 R89-613-560-565 0.028
D2 R89-613-565-570 0.010
D2 R89-613-570-575 0.005

D2 R89-613-575-580 0.019
D2 R89-613-580-585 0.022
D2 RS9-613-585-590 0.032
D2 R89-613-590-595 0.020
D2 R89-613-595-600 0.010

D2 R89-613-600-605 0.004
D2 R89-613-605-610 0.006
D2 R89-613-610-615 0.010
D2 R89-613-615-620 0.016
D2 R89-613-E20-625 0.009

D2 R89-613-625-630 0.007
D2 R89-613-630-635 0.008
D2 R89-613-635-640 0.007
D2 R89-613-640-645 0.006
D2 R89-613-645-650 0.004

D2 R89-613-650-655 0.005
D2 R89-613-655-660 0.012
D2 R89-613-660-665 0.010
D2 R89-613-665-670 0.006
D2 R89-613-670-675 0.006

D2 R89-613-&75-680 0.004
D2 R89-613-680-685 <0.002
D2 R89-613-685-690 0.006
D2 R89-613-690-695 0.011
D2 R89-613-695-700 0.012

Bon -Clegg, • 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989--1404 

REPORT: 089-32331.4 

SA"PLE ELE"ENT 
HUlfBER UNITS 

D2 R89-613-550-555 
D2 R89-613-555-560 
D2 R89-613-560-565 
D2 R89-613-565-570 
D2 R89-613-570-575 

D2 R89-613-575-580 
D2 R89-613-580-585 
D2 R89-613-585-590 
D2 R89-613-590-595 
D2 R89-613-595-600 

D2 R89-613-600-605 
D2 R89-613-605-610 
D2 R89-613-610-615 
D2 R89-613-615-620 
D2 R89-613-620-625 

D2 R89-613·625-630 
D2 R89-613-630-635 
D2 R89-613-635-640 
D2 R89-613-640-645 
D2 R89-613-645-650 

D2 R89-613-650-65S 
D2 R89-613-655-660 
D2 R89-613-660-665 
D2 R89·613-665-670 
D2 R89-613-670-675 

D2 R89-613-675-680 
D2 R89-613-680-685 
D2 R89-613-685-690 
D2 R89-613·690-695 
D2 R89-613-695-700 

D2 R89-613-700-705 

Au 
OPT 

0.019 
0.008 
0,028 
0.010 
0.005 

0.019 
0.022 
0.032 
0.020 
0,010 

0.004 
0.006 
0.010 
0.016 
0.009 

0.007 
0.008 
0.007 
0,006 
0.004 

0.005 
0.012 
0.010 
0.006 
0.006 

0.004 
(0.002 
0.006 
0,011 
0.012 

0.009 

ac~ 
BONDAR-CLEGG 

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES 
DATE PRINTED: 2-NOV-89 

I PROJECT: R89-613 

Geochemical 
Lab Report 

PAGE 1 
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Bondar-Clegg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BROHM MINING CGRP. 
MR. JIM BARRON 
P.G. BOX 485 
DEADWOOD, SI)
57732

I Vivo ice s DO15909, Page i

Date s 6-W00-89

, Report Nos Pfi^-32331.4 
''Project-' ' S ft 89 -613 

;k:e ixi’i^nca! 550-705

31 Analyse® of Gold 
Subtotal

a t 7.00 i* £17.00 

% HI 7.00 * HI7.00

Samp 1 e Pvepa rat:iovt
31 Sample® of Assay Prep 

636 Sampless of £xce®» tve Wetness 
Subtotal

at t 3.00 $ 93.00
at * 0.20 % 127.60

$ HH0.60 $ HHO.GO

M i » c e 11 a n e o u s G h a r y e s
4X S.D. state sales tax 
H% Deadwood city sales tax 

Subtotal

% x7„50
6. 75

* H6.H5 * £6.25

Invoice total t 4 6 3. 0 5 US..

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

C · 
BONDAR-a.EGG 
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Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 
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Geochemical

Lab Report

Bo^ar-Ck^n Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404

BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: D89-32346.4 ( COMPLETE ) REFERENCE INFO: 705-745

CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: R89-613 DATE PRINTED: 2-N0V-89

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 6 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 8 2 -150 8 Assay PTep 8
Excessive Wetness 1%

REMARKS: Final results are reported.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: HR. JIM BARRON
HR. JIM BARRON

Bo, -C Inc. 
12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 BC 

BONDAR-CLEGG 

Geochemical 
Lab Report 

\ DI\ 1S10. OF l~CHC \Pl: I"J PECTIO"J &. Tl:STl~G SER\ ICl:S 

REPORT: »89-32346.4 < COltPLETE > 

CLIENT, BROHN NIHING CORP. 
PROJECT, R89-G13 

ORDER 

1 Au 

ELEEIT 

Gold 

SAltPLE TYPES 

D DRILL CORE 

NlllfBER 

a 

REJIARKS: Final results are reported. 

REPORT COPIES TO: l!R. JI" BARRON 
IIR. 11N BARROM 

NlRIBER OF LOWER 
AHlll.YSES DETECTION LINIT EXTRACTION 

8 0.002 OPT 

SIZE FRACTIONS 

2 -150 

HUNBER 

8 

REFERENCE IHFO: 705-745 

SUBNITTED BYs J. BARRON 
DATE PRINTED: 2-HOIJ-89 

PIETHOD 

Fire Assay 

SMPLE PREPMATIOHS HUltBER 

----------------
Assay Prep 
Ex~ssive Wetness 

a 
106 

INVOICE T01 IIR. JIN BARRON 

-~ 



Geochemical

Lab Report

Bo'^ar-Ckgg, Inc.

12980 West Cedar Dr.

Lakewood, Colorado 80228

(303) 989-1404
BC
BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING

REPORT: 089-32346.4

SERVICES

BATE PRINTED: 2-N0V-89_ _ _ _ _ _ _ _
PROJECT: R89-613 PAGE 1

SAMPLE ELEMENT Au
NUMBER UNITS OPT

D2 R89-613-705-710 0.007
D2 R89-613-710-715 0.008
02 R89-613-715-720 0.012
02 R89-613-720-725 0.003
02 R89-613-725-730 0.008

D2 R89-613-730-735 0.012 
D2 R89-613-735-740 (0.002 
D2 R89-613-740-745 <0.002

Bo• , ar-,c:; , Inc. 
12980 West Cedar Dr. , 
Lakewood, Colorado 80228 
(303) 989-1404 

REPORT: 089-32346.4 

ELEIIEMT 
IMITS 

D2 R89-613-705-710 
D2 R89-613-710-715 
D2 R89-613-715-720 
D2 R89-613-720-725 
D2 R89-613-725-730 

D2 R89-613-730-735 
D2 R89-613-735-740 
D2 R89-613-740-745 

Au 
OPT 

0.007 
0.008 
0.012 
0.003 
0.006 

0.012 
(0.002 
(0.002 

BC~ 
BONDAR·CLEGG 

•\ Dl\'1S10. OF INCHCAPE INSPECTIO"I & TESTING SERVICE 
DATE PRINTED: 2-MOIJ-89 

I PROJECT: R89-613 

Geochemical 
Lab Report 

PAGE 1 

_J 
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/ BONDARCIiGG

Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228

(303) 989-1404

BROHM WINING CHRP.
Invoice s 1)015905, Par©

MR. JIM BARRON
P.O. BOX 4AS

Date : 6-NOV-69

DEAD WOO I), SI) Repo rt Ho a D69-38346.4
57738 , Project s 

Ref ere vice:
R89--613
705-745

A Cmalyses of Gold at $ 7.00 '4> 56. 00
Subtotal * 56. 00 T 56.00

S a m p .1 e P r e p a r a t .1 o n
A Samples', of Assay Prep at % 3.00 * 84.00

106 Samples of Excessive Wetness at % o.eo * 81.80
Subtotal 45. 80 S 45.80

Miseelianeous Charge©

4% S. 1). state sales tax % 1.61
8% Deadwood city sales tax $ 0.90

Subtotal * 8. 7.1. 4- 8.71

I vivo i ce totals % 103.91 U.S

THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED

I 1\VC, ii 1> 

Hl.:UHi1 l'I li'I UIC. COid-' .. 
f"IR • J f l'I f,1 l~.:ro lr-1 

~-·. (J" l{LJ /'- l\ "· ···, 
l>LnU,HJOV , L,l> 
:.J/1,>r.? 
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d t, Hu I' JC: c, f f· .~ ~~ \ ., 

I.vb ,_,; '" n-, I·' Ju ,: ot t. "('.,-• ; 

',ut, t n t· ·11 
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THIS IS A PROFESSIONAL SERVICE 
ACCOUNTS DUE WHEN RENDERED 

'i 

j .. 

Bondar-Clegg, Inc. 
12980 West Cedar Dr. 

Lakewood, Colorado 80228 
(303) 989-1404 

1 • ••. qi" .t 
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- )\ | '' .

submittIal form LAB. REPORT NO.. 1W-3Z3Z9 </■

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 

or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

Please analyze by Assay (% ore grade)

•• • f 7>V*.
Comments _

Geochemical (ppm, trace level) □

Type of Samples No. of 
Samples

Sample Numbers 
(Series)

Elements to be Analyzed Remarks

hr t BO T^9-<bi3

u—

Total No. Samples.
v5<9

Date Shipped
Prepaid □ 
Collect □

No. Parcels in Shipment. Date Rec’d at Bondar-Clegg_

REJECTS
(COARSE OVERSIZE)

PLEASE CHECK ^ BELOW 

PULPS

Free storage for 60 days and then discarded unless 
marked below.

Return immediately

Return collect after 60 days

3 tO

(You will then be contacted)

Store to January at a cost of $10/box 

(approx. 1 cu. ft.)

□
□

□

Free storage until year end and then discarded unless 
marked below.

Return collect immediately 

Return collect at year end

Results and Invoices To Be Sent To

□
□

Samples submitted by

- „ /,/•.; >•

Shipment number

Wm

Client project number

Purchase order number

Printed In Canada

■■■ s nosuiio aiiu i rife

_

□ Results

□ Invoice 
(for payment)

D' Results

□ invoice 
(copy)

□ Results

□ Invoice 
(copy)

White - Send with Samples Yellow - Client Copy

) \

• .-· t: r, ,,.., . ,,, • 
' .... ~ .. ' • ,, . ' ·,' :, . ,. . ' 

. ·:; 
' . '• t'· ' 

-SUBM~tiiA~ ~ORM: 
' 

13o' Pemberton Ave. 
North Vanpouver, B.C .. 
V7P. 2.R5 . 
or . 
P.O. Box 8059. 
Blalne, WA. 98230 

Phone(604)98!H>681 
or · (702) 331-1813 

. Fax · (604),9&~1071 .. 
Telex· 04-352667 . 

, ~~ ' . 

Type of Sam~les 

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 3,59-9330 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

243 Catlin St. 
Missoula, Montana 59801 
(406) 721-4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

Assay(% ore grade)~ 

No. of 
Samples 

Sample Numbers 
(Series) 

-~t3 
o-s 

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way 
Anchorage,Ak. 99518 
(907) 561-0909 

Geochemical (pp_m, trace level) o 

Elements to be Analyzed Remarks 

Total No. Samples ___ Q~_O ________ _ Date Shipped ------''--____ ,__ ______ _ Prepaid D 
Collect D 

No. Parcels In Shipment ___________ _ Date Rec'd at Bondar-Clegg ____________ _ 

REJECTS 
(COARSE OVERSIZE) 

PLEASE CHECK v BELOW 

PULPS 

Free storage for 60 days and then discarded unless 
marked below; 

Return immediately 

> , · .. ' _Return collect after 60 days 

. ,l . s~o.r, to' Ja~uary at a cost of $10/box 

,(You will then be co~t·a~t~/ ., · (approx. 1 cu. ft.) 

Sam,le~ sobmllted by :: :u, 13Af:X arJ 
•'-, 

D 

D 

D 

.. ' ...... 
Shipmer,,t number ,.--:-:-;-;-::=-::-:-----.::-=:--::------------

; ~· '-~ . 

;;. 

Purbha~!3 order number, 

Pr,lnted In Canada 

Free storage until year end and then discarded unless 
marked below. 

Return ~o_Uect immediately 

Return collect at year. end 

0 

D 

White • Send with Samples 

. ,-·~t/i\;7~· 
·o_ Res~its/ , 

D Invoice • 
(for payment) 

··:'-"\ 

. 9'' Re.sults .' 

El Invoice 
(copy) 

; ·: ,'.} ; ~· 
Yellow • Client Copy 

D Results 

• -Invoice 
.· (copy) 



130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 

or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702)331-1813 
Fax (604) 985-1071 
Telex 04-352667

V: \
SUBMITTAL FORM

. V
LAB. REPORT NO.Tffil ~32. .4

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

Please analyze by Assay (% ore
grade) ^

Geochemical (ppm, trace level) □

Comments

Type of Samples
No. of 

Samples
Sample Numbers 

(Series) Elements to be Analyzed Remarks

~X1 iL>efc (40 A/3

550

Total No. Samples _ _ Date Shipped__

No. Parcels in Shipment Date Rec'd at Bondar-Clegg.

PLEASE CHECK ^ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless 
marked below.

Return immediately

' •■-Hv s':

Return collect after 60 days 

Store to January at a cost of $10/box

□
□

PULPS
Free storage until year end and then discarded unless 
marked below.

Return collect immediately 

Return collect at year end

□
□

(You will then be contacted) (approx. 1 cu. ft.) □ Results and Invoices To Be Sent To

Samples submitted by

□ Results

□ Invoice 
(for payment)

Shipment number p- Results

□ Invoice 
(copy)

Client project number ___________________

Purchase order number _________________

Printed In Canada

 □ Results

 □ Invoice 
__________________________________________________ (copy)

White - Send with Samples Yellow - Client Copy

:l'; t .. -·- . " .,,.. .. .,.. -~ . .. . .. -

SUBMIT11AL F0
1

RM LAB. REPORT No:b<B4 .:..32?.ao .4 

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or 
P.O. Box 8059 
Blaine, WA. 98230 

Phone(604)985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667 

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

243 Catlin St. 
Missoula, Montana -59801 
(406) 721-4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way 
Anchorage,Ak.99518 
(907) 561 -0909 

Please analyze by Assay(% ore grade)~ Geochemical (ppm, trace level) D 

Comments --------------------------------------------

Type of Samples No. of 
Samples 

Total No. Samples ____ f;()~---------
No. Parcels In Shipment __________ _ 

Date Shipped ------4---=-+--'---+--~-----

Date Rec'd at Bondar-Cleg,._ ___________ _ 

Remarks 

Prepaid D 
Collect • 

REJECTS 
(COARSE OVERSIZE) 

PLEASE CHECK v BELOW 

PULPS 

Free storage for 60 days and then discarded unless 
marked below. 

Return immediately 

- 'f1;:'t'.h~:; Return collect after 60 days · 

· :· , J::i~' ,.:~ · :•- Store to January at a cost of $10/box 

(You ~[11\~-~~-be contacted) (approx. 1 cu. ft.) 

• 
• 

• 

Free storage until year end and then discarded unless 
marked below. 

Return collect immediately 

Return collect at year end 

. Results and Invoice's To Be Sent To 

• 
• 

• Results 

Samples submitted by __ \....,./'--'-, ~...-c--->IJ~. ~~~~l/._rl ____ _ • Invoice 
(for payment)' 

Shipment number _________________ _ 

Client project number ________________ _ 

.Purchas~ order number 

Printed In Canada White - Send with Samples Yellow - Client Copy 

q · Results 

• Invoice 
(copy) 

• Results 

• Invoice · 
(copy) 

.,,, 



BONDARCLEGG

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 

or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667

"V^-T*-***- - •'•n •» y —»T',"r T *- ■* «TT§p t ; -■
- !

SUBMITTAL FORM LAB. REPORT NO.. 5^-3233/.^

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

Please analyze by Assay (% ore grade) ^ Geochemical (ppm, trace level) □

Comments

Type of Samples
No. of 

Samples
Sample Numbers 

(Series)
Elements to be Analyzed

A
Remarks

.30 K9P( -
55O- SSS

£><?£■'700

Total No. Samples __________________________ Date Shipped__________ _______________________________________ Cc^le^f □

No. Parcels in Shipment Date Rec’d at Bondar-Clegg.

REJECTS
(COARSE OVERSIZE)

PLEASE CHECK ^ BELOW 

PULPS

Free storage for 60 days and then discarded unless 
marked below.

Return immediately □

Return collect after 60 days □

Client project number

Purchase order number

Printed In Canada

Free storage until year end and then discarded unless 
marked below.

Return collect immediately 

Return collect at year end

□
□

□ Results

□ Invoice 
(copy)

White - Send with Samples Yellow - Client Copy

. ··- . - ·, ·:W,J ''1Y'"• ... ' . ~-··. ·1· .. . 

s'~;iji1ft~t FORM LAB. ~EPORT Nb; D<Z'i-8233 /. ~ 

130 Pemberton Ave . . 
North' Vancouver, B.C. 
V7P 2R5 
or 
P.O. Box 8059 
Blalne, WA. 98230 

Phone (604) 985-0681 
or (702) ;331-1813 
Fax (604)985-1071 
Telex 04-352667 

1A-625 $pica Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330 

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

·,. 

243 Catlin St. 
Missoula, Montana 59801 
(400) 721-4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

c/o Lerch Brothers. 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way . 
Anchorage, Ak. 99518 
(907) 561-0909 

Please analyze by Assay(% ore grade) ~ Geoche~ical (ppm, trace level) • 
Commf;lnts ----:........,,---------------------------------------

Type of Samples No. of 
Samples 

Sample Numbers 
(Series) Elements to be Analyzed Remarks 

Total No. Saniples __ 0~c...Q-=---------- Date Shipped - -~/_2>-,
1
,_/1_2._,,_/-"g'--""/~--- Prepaid • 

Collect • 
No. Parcels in Shipment __________ _ Date Rec'd at Bondar-Clegg. ____________ _ 

REJECTS 
(COARSE OVERSIZE) 

PLEASE CHECK v BELOW 

PULPS 

Free storage for 60 days and· then discarded unless 
marked below. 

Return immediately 

· Return collect after 6,0 day~ · 

· Sfore to Janua~ ~ta cost of $10/bc>x 

' (Yo~ ~ill th~·n.be coniactedf ·::· · . (~p~rox. 1; cu. "ft.), 
- \·• .. · . - . ' 

Samples s4bmitted by.'' . , .'..;J.~ Jf;iR.1< oN .. . . .. .( 

\ · 

' - . 

Purchase ord
0

er num.ber 

Printed In Canada 

D 

D 

D 

Free storage until year end and then discarded unless 
marked below. 

Return. collect immediately D 

. Return .collect at year .1;3nd D · 
' 

' :, • ··.'1 -· ' • 1·-~ .• 1~~:, :..:_ 1 
... • ·: 

Results an~ lnvolc:es.,To Be Sent To.,:;~-.:.\~.'.; . •• . 

White ~ Send with Samples 

• • ".! ~; . ,• 

. ~- ... : i.. • Resuits 
\ 

D -Invoice · 
(for payment) 

qfResults 

D Invoice 
·.• (copy) · 

D Results 

D Invoice 
(COP)') 

Yellow·. Clleiit'Copy· 



SUBMITTAL FORM

130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 

or
P.O. Box 8059 
Blaine, WA. 98230

Phone (604) 985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04-352667

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330

243 Catlin St.
Missoula, Montana 59801 
(406) 721-4452

c/o Lerch Brothers 
4th Ave. W. at Grant St 
Hibbing, Minn. 55746 
(218) 262-5003

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523

Please analyze by Assay (% ore grade) Geochemical (ppm, trace level) □

Comments

Type of Samples No. of 
Samples

Sample Numbers 
(Series) Elements to be Analyzed Remarks

DC. lAMjt- <3 ‘

(7oS- 7/o) -------f--- --------=---------------------------------

h<Jo- >
V

7

i

i

Total No. Samples Date Shipped _ _______________________________________________/o//f/2j_ _ _ _ __ °

No. Parcels in Shipment Date Rec’d at Bondar-Clegg.

PLEASE CHECK ^ BELOW

REJECTS
(COARSE OVERSIZE)

Free storage for 60 days and then discarded unless 

marked below. *•
Return immediately 

Return collect after 60 days 

Store to January at a cost of $10/box 

. (You will then be contacted) (approx. 1 cu. ft.)

Samples submitted by \

Shipment number

Client project number

Purchase order number

□
□

Printed in Canada

PULPS

Free storage until year end and then discarded unless 
marked below.

Return collect immediately 

Return collect at year end

□
□

Results and Involpea To Be Sent To

□ Results

□ Invoice^ 
(for payment)

□ Results

□ Invoice 
(copy)

□ Results

____________ □ Invoice
(copy)

White - Send with Samples Yellow ? Client Copy

.ii' ,,:.!.'='-· 

mE 
BONDAR·ClEGG 
130 Pemberton Ave. 
North Vancouver, B.C. 
V7P 2R5 
or 
P.O. Box 8059 
Blaine, WA. 98230 

Phone{604)985-0681 
or (702) 331-1813 
Fax (604) 985-1071 
Telex 04:,352667 

SUBMITTAL FORNI LAB.R~PORTNoD~-323}¼,y 

1A-625 Spice Island Dr. 
Sparks, Nevada 89431 
(702) 359-9330 

12980 West Cedar·.Dr. 
Lakewood, Colorado 80228 
(303) 989-1404 

243 Catlin St. 
Missoula, Montana 59801 
(406) 721 -4452 

37 Sherman St. 
Deadwood, S.D. 57732 
(605) 578-1903 

c/o Lerch Brothers 
4th Ave. W. at Grant St. 
Hibbing, Minn. 55746 
(218) 262-5003 

136 Industrial Road 
Whitehorse, Yukon Territory 
Y1A 2V1 
(403) 667-6523 

6631 Wes Way 
Anchorage, Ak. 99518 
(907) 561-0909 

Pleas~ analyze by Assay(% ore grade~ Geochemical (ppm, trace level) • 
Comments -------------------- - ----------- ------------

Type of Samples No. of Sample Numbers Elements to be Analyzed Remarks Samples {Series) 

9)(! /AH_;!-: <:1 «7<5?tJ- ~/~ ~ ~ 
(705 - 71<2) 

, 

I?~ -7~S- 1 
' 

·, 
( 
J 

! 

Total No. Samples ____________ _ 

No. Parcels In Shipment _____ _____ _ 

Date Shipped --~~-t;--+-/2_'/~t;.,._./2_J?_7.,...· ---f---
-~ -

Date Rec'd at Bondar-Cleg--------'-------

Prepaid D 
Collect D 

--
REJECTS 
(COARSE OVERSIZE) 

PLEASE CHECK v BELOW 

PULPS 

Free storage for 60 days and then discarded unless 
marked below. " · 

l 

·, ' - 1:teturn immediately 

Return colleci"alter,.60 days 

Store to January at ·a cost of $10/box' 

{You will then be conta~ted) . ~~ . (kpprox:: 1 c·u. ft:) 

• 
• 

• 

Samples submitted by __,\~)~,~E~~ft~£ ........... ~~~,....M~· _· -----

Purchase order ~umber 

Printed In Canada -~ 
I 

Free storage until year end and then discarded unless 
marked below. 

Return collect immediately 

Return collect at year end 

• 
• 

Results and lnvo!pea To Be~Seni T~ ·1/: ~: t '·1 
; -~ ' 

1kaat1 .• ' . . . ~ ~::~~" 

White • Send with Samples 

{for payment) 

D ~esults 

D invoice 
{copy) 

· b Results 

· D Invoice 
. {copy) 

Yellow ~ Cllel)t ·qopy 
$i . r 



'TITLE 02-11-89 12:21:03 D89-32346.4 3. BARRON 23/10/89"
'CLIENT BROHM MINING CORP.
'PROJECT R89-613 #SAMPLES: 8 REFERENCE: 705-745
'SPECIAL VALUES"
' IS Insufficient Sample"
' -9 No Value Recorded"
' Values above the upper limit are shown as •+-uplimt"
' Values below the lower limit are shown as -lolmt (ie not detected)
DETERMINATIONS"

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
01 Au FA

SAMPLE PREPS"
40 SAMPLE TYPE"

OPT 8 0.002 99.999 Results Reported 

DRILL CORE
41 P17=
42 P64= 

REMARKS"
50 Final

W * Hr * II*

8
106

results are

Assay Prep 
Excessive l

reported.

Wetness
II
II

FORMAT (A 8 .IX, A1, A1,1X , A20,1(IX,A7 .Al))"
BEGIN " "Type" "Frac" " Sample ID" " Au
23460001" "D" ii ^ *• " R89 — 613-705-710 11 0.007
23460002" "D" II 2 << " R89- 613-710-715 II 0.008
23460003" " D" ii 2 >' " R 8 9 — 613-715-720 II 0.012
23460004" " D " ii 2 •• " R89- 613-720-725 II 0.003
23460005" " D " n 2 •• " R 8 9 — 613-725-730 II 0.006
23460006" "D" ii 2 *• " R 8 9- 613-730-735 II 0.012
23460008" "D" ii 2 •• " R 8 9 — 613-735-740 II -0.002
23460009"
END"

" D " ii 2 •• " R 8 9 - 613-740-745 II -0.002

II

. ....,,,..,....... ___ '--""~"~~-~-=-~--~-~--~--·- ·- -~--~--=--·~·-.... _..:s-..:-1 ........ 

. .. I1/~/et 
"TITLE 02-11-89 12:21:03 089-32346.4 J. BARRON 23/10/89" 
"CLIENT BROHM MINING CORP. II 

"PROJECT R89-613 #SAMPLES: 8 REFERENCE: 705-745 
"SPECIAL VALUES" 
" IS Insufficient Sample" 
" -9 No Value Recorded" 
"Values above the upper limit are shown as +uplimt" 
"Values bel~w the lower limit are shown as -lolmt 
"DETERMINATIONS" 
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

(ie not detected)" 

11 01 Au FA OPT 8 0,002 99.999 Results Reported II 

"SAMPLE PREPS" 
" 40 SAMPLE TYPE=D 
11 41 Pl?= 8 
11 42 P64= 106 
"REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 

11 50 Final results are reported. 
II**** I 
"FORMAT (A8,1X,A1,Al,1X,A20,1(1X,A7,A1))" 
"BEGIN II "Type" "Frac" "Sample ID II 

"23460001" D" 2" R89-613-705-710 II 

"23460002" D" 2" R89-613-710-715 II 

11 23460003" 0" 2" R89-613-715-720 
11 23460004 II D" 2" R89-613-720-725 
"23460005" D" 2 II R89-613-725-730 
"23460006" D II 2 II R89-613-730-735 
11 2346 0008 II D" 2" R89-613-735-740 
11 234 60 009 II D II 2 II R89-613-740-745 
II END II 

II 

II 

II 

II 

Au" 
0.007 
0.008 
0.012 
0.003 
0.006 
0.012 

-0.002 
-0.002 

II 



shown 
s h own

TITLE 02-11-89 12:13:23 D89-32331 
CLIENT BROHM MINING CORP.
PROJECT R89-613 #SAMPLES:
SPECIAL VALUES"

IS Insufficient Sample"
-9 No Value Recorded"

Values above the upper limit are 
Values below the lower limit are 
DETERMINATIONS"

ELNAME METHO ECO UNI #SAM LOLMT 
01 Au FA OPT 31 0.002

SAMPLE PREPS"
40 SAMPLE TYPE=D DRILL CORE
41 P17= 31 Assay Prep
42 P64= 638 Excessive Wetness

REMARKS"
50 Final results are reported.

BARRON

31 REFERENCE: 550-705

23/10/89"

a s 
as

+uplimt"
-lolmt ( ie not detected)

UPLIMT
99.999

COMMENTS"
Results Reported

A A A A II 7
FORMAT (A 8 ,1X, Al, Al , IX,A20,1(IX,A7, Al))"
BEGIN " "Type" "Frac" "Sample ID" " Au
23310001" " D " ii 2 *• "R89 — 613 —550 —555 II 0.019
23310003" " D " n 2 n "R89—613-555—560 II 0.008
23310004" " D " ii 2 •• "R89 — 613 —560 —565 II 0.0 2 8_
23310005" "D" n 2 u "R89-613—565-570 II 0.010
23310006" "D" n 2 *• "R89 —613 — 570-575 II 0.005
23310007" "D" n 2 " "R89-613—575—580 II 0.019,
23310008" " D " ii 2»' "R89 — 613 —580 —585 II 0.022
23310009" " D " "2" "R89—613—585—590 II 0.032
23310010" "D" ii 2 •• "R89-613 — 590 —595 II 0.020,
23310011" " D " "2" "R89 — 613 — 595 — 600 II 0.010
23310012" " D " ii 2 ii "R89 —613 — 600 —605 II 0.004
23310013" " D " "2" "R89-613—605—610 II 0.006
23310014" " D " ii 2 *• "R89-613 — 610 —615 II 0.010
23310015" " D " ii 2 n "R89—613—615—620 II 0.016
23310016" "D" ii 2 n "R89-613 — 620 —625 II 0.009
23310017 " " D " n 2 ii "R89 — 613 — 625 —630 II 0.007
23310018" " D " ii 2 ** "R89 — 613 — 630 —635 II 0.008
23310019" "D" ii 2 i* "R89—613-635-640 II 0.007
23310020" "D" ii 2 •* "R89-613 — 640 —645 II 0.006
23310021" " D " " 2 " "R89 —613 — 645-650 II 0.004
23310022" " D " ii 2 '• "R89-613-650-655 II 0.005
23310023" "D" n 2 ii "R89—613—655-660 II 0.012
23310024" "D" n 2 *i "R89-613—660-665 II 0.010
23310025" " D " ii 2 n "R89-613—665-670 II 0.006
23310026" "D" ii 2 •• "R89-613—670—675 II 0.006
23310028" " D" ii 2 11 "R89-613-675-680 II 0.004
23310029" "D" n 2 •• "R89-613—680—685 II -0.002
23310030" "D" ii 2 ii "R89—613—685—690 II 0.006
23310031" ii D ii ii 2 n "R89—613—690—695 II 0.011
23310032" "D" "2" "R89-613—695-700 II 0.012
23310033"
END"

" D " "2" "R89-613-700-705 II 0.009

lb

r ITLE 02-11-89 12:13:23 D89-32331.4 
: LIENT BROHM MINING CORP. 
) ROJECT R89-613 #SAMPLES: 
3PECIAL VALUES" 

IS Insufficient Sample" 
- 9 No Value Recorded" 

J. BARRON ' ..., , 23/10/89" 
II 

31 REFERENCE: 550-705 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as - lolmt 

JE TERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 31 0.002 99.999 Results Reported 

3AMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 31 
42 P64= 638 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 

50 Final results are reported. 
* ***II 
FORMAT (A8,1X,A1,Al,1X,A20,1(1X,A7,A1)) 11 

BEGIN II Type" "Frac" "Sample ID II 
2 3310001 II D II 2 II "R89-613-550-555 
2 3310003 II D II 2" "R89-613-555-560 
2 3310004 II D II 2" 11 R89-613-560-565 
2 3310005 II D 2 II 11 R89-613-565-570 
2 3310006 II D 2" "R89-613-570-575 
2 3310007 II D 211 "R89-613-575-580 
2 3310008 II D 2 II "R89-613 - 580-585 

II 

II 

II 

II 

Au 11 

II 

0.01iS 
0.008 
0.028 5b~ 
0.010 
0.005 
0.019 

SBD -0q5 

II 

--
.. .,0 2 3310009 II D 211 11 R89-613-585-590 0.032 

(~\@_,OZ,) 2 3310010" II D '2 II "R89-613-590-595 0.020 
2 3310011 11 II D 112 II 11 R89-613-595-600 0.010 
2 3310012 11 II D 112 II "R89-613 - 600-605 0.004 
2 3310013 11 II DI II 2 I 11 R89-613-605-610 0.006 
2 3310014" II D II II 2 "R89-613-610-615 0.010 
2 3310015" II D II 112 "R89-613-615-620 0.016 
2 3310016" II D II II 2 11 R89-613-620-625 0.009 
2 3310017 11 II D II 112 "R89-613-625-630 0.007 
2 3310018" II D II 112 11 R89-613-630-635 0.008 
23 310019 II D II 2 11 R89-613-635-640 II 0.007 
23 310020 D II 2 "R89-613-640-645 II 0.006 
2 3310021 D II 2 "R89-613-645-650 II 0.004 
2 3310022 D 2 11 R89-613-650-655 II 0.005 
2 3310023 D 2 11 R89-613-655-660 II 0.012 
2 3310024 D 2 R89-613-660-665 0.010 
2 3310025 D 2 R89-613-665-670 0.006 
2 3310026 D 2 R89-613-670-675 0.006 
23310028 D 2 R89-613-675-680 0.004 
2 3310029" 011 "2 R89-613-680-685 -0.002 
2 3310030" D11 112 R89-613-685-690 0.006 
2 3310031" 011 112 R89-613-690-695 0.011 
2 3310032" D" 112 R89-613-695-700 0.012 
2 3310033 11 D11 II 2 R89-613-700-705 0.009 
END II 

II 



"h'ley

J. BARRON 23/10/89"

60 REFERENCE: 250-550

'TITLE 03-11-89 16:52:11 D89-32330.4 
'CLIENT BROHM MINING CORP.
'PROJECT R89-613 ^SAMPLES:
'SPECIAL VALUES"
' IS Insufficient Sample"
' -9 No Value Recorded"
' Values above the upper limit are shown as +uplimt"
' Values below the lower limit are shown as -lolmt (ie not detected)"
■DETERMINATIONS"
' ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
' 01 Au FA OPT 60 0.002 99.999 Results Reported
■SAMPLE PREPS"
1 40 SAMPLE TYPE=D DRILL CORE

41 P17= 60 Assay Prep II

42 P64= 923 Excessive Wetness II

43 P23= 1 Sample Pickup II

REMARKS"
50 Final results are reported.

FORMAT (A 8 ,ix. A1,A1,1X,A20,1(1X,A7,A1)) II

BEGIN " "Type" "Frac" "Sample ID" " Au"
23300002" ■ IQ II ii 2 •» "R89 — 613 — 250 — 255 II 0.010
23300003" "D" ii 2 *■ "R89—613—255—260 II 0.013
23300004" HQ II ii 2 " "R89—613—260-265 II 0.010
23300005" II Q" n 2 •» "R89—613—265—270 II 0.007
23300006" HQ" ii 2 n "R89—613—270-275 II 0.009
23300007" " D " n 2 ii "R89—613—275—280 II 0.010
23300008" HQ" n 2 •• "R89—613—280—285 II 0.009
23300009" " D " "2" "R89—613—285-290 II 0.013
23300010" II Q" ii 2 ii "R89—613—290—295 II 0.010
23300011" " D " "2" "R89—613—295-300 II 0.016
23300012" " 0 " ii 2 •• "R89-613-300-305 II 0.013
23300013" " D " n 2 ii "R89—613—305—310 II 0.005
23300014" " D" n 2 " "R89—613—310—315 II 0.014
23300015" "Q"

" 2 11 "R89—613—315-320 II 0.018
23300016" HQ" 11 2 11 "R89—613-320—325 II 0.016
23300017" " D " n 2 ii "R89-613-325-330 II 0.017
23300018" HQ II

ii 2 ii "R89—613—330-335 II 0.027*)

23300019" " D " n 2 ii. "R89—613—335—340 II 0.012V
23300020" "D" ii 2 •• "R89—613—340-345 II 0.023
23300021" HQ"

ii 2 ii "R89 — 613 — 345 — 350 II 0.062
23300022" " D " ii 2 •• "R89—613—350-355 II 0.072
23300023" " D " ii 211 "R89—613-355—360 II 0.061
23300024" HQ II

ii 2 M "R89—613—360—365 II 0.050
23300025" " Q"

II 2l( "R89—613—365-370 II 0.013
23300027" "D" n 2 *• "R89—613—370—375 II 0.017
23300028" "Q"

ii 2 ii "R89—613—375—380 II 0.041
'23300029" HQ II

tl 2 11 "R89—613—380—385 II 0.047
23300030" II Q" ii 2 •• "R89—613—385-390 II 0.049
23300031" "D" ii 2 n "R89—613—390—395 II 0.030
23300032" "0"

II 2 n "R89—613—395—400 II 0.028
23300033" HQ II ii 2 n "R89—613-400-405 II 0.016
23300034" " D " ii 2 •• "R89 —613 —405 — 410 II 0.020
23300035" "D " ii 2 " "R89 —613 — 410 —415 II 0.013
23300036" " D " 11 2 11 "R89 —613 — 415 — 420 II 0.015
23300037" " D " ii 2 n "R89—613—420—425 II 0.023
23300038" " D " n 2 •• "R89 —613 — 425 —430 II 0.014
23300039" "D" ii 2 •* "R89—613—430-435 II 0.007
23300040" IIQH 11 2 11 "R89 — 613 —435 —440 II 0.034
23300041" "0" "2" "R89—613—440-445 II 0.0124

23300042" " D " ii 2 •• "R89—613—445-450 II 0.011
23300043" "Q"

ii 2 •* "R89—613—450-455 II 0.010
23300044" "D" "2" "R89—613—455-460 II 0.010

(i o 'Q. •6-11

1117 le, 
"TITLE 03-11-89 16:52:11 D89-32330.4 J. BARRON 23/10/89" 

CLIENT BROHM MINING CORP. 11 

PROJECT R89-613 #SAMPLES: 60 REFERENCE: 250-550 
SPECIAL VALUES" 

IS Insufficient Sample" 
-9 No Value Recorded" 

Values above the upper limit are shown as +uplimt" 
Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
(ie not detected)" 

ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 
01 Au FA OPT 60 0.002 99.999 Results Reported 

SAMPLE PREPS" 
40 SAMPLE TYPE=D 
41 P17= 60 
42 P64= 923 
43 P23= 1 

REMARKS" 

DRILL CORE 
Assay Prep 
Excessive Wetness 
Sa'mpl e Pickup 

50 Final results are reported. 
"****" __ _ 
"FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
"BEGIN II "Type" "Frac" "Sample ID II 

"23300002' "D" "2 R89-613-250-255 II 

"23300003 "0" 2 R89-613-255-260 II 

"23300004 "D" 2 R89-613-260-265 II 

"23300005 II D' 2 R89-613-265-270 II 

"23300006 "0 2 R89-613-270-275 II 

"2 3300007 II D 2 R89-613-275-280 II 

"23300008 "0 2 R89-613-280-285 II 

"23300009 D 2' R89-613-285-290 II 

"23300010 D 2" 11 R89-613-290-295 II 

"23300011 D 2" "R89-613-295-300 II 

"23300012' D 2' "R89-613-300-305 II 

"2 3300013 D' 2 11 R89-613-305-310 II 

"23300014 011 2 11 R89-613-310-315 II 

"23300015 I 011 2 "R89-613..:..315-320 
"23300016 0" 2 "R89-613-320-325 
"23300017 D '2 "R89-613-325-330 
"23300018 D 2 "R89-613-330-335 

II 

II 

II 

II 

II 

Au" 
0.010 
0.013 
0.010 
0.007 
0.009 
0.010 
0.009 
0.013 
0.010 
0.016 
0.013 
0.005 
0.014 
0.018 
0.016 
0.017 
0.027 

II 

"2 3300019 D 2 'R89-613-335-340. 0.012 570 - '{\fb 
"23300020 D 2" R89-613-340-345 0.023 
" 23300021 D 211 R89-613-345-350 0.062 

( ( 0 Q_ 23300022 D 2 R89-613-350-355 0.072 
23300023 D 2 R89-613-355-360 0.061 
23300024 D '2 R89-613-360-365 0.050 

( 

R89-613-365-370 0. 01J3 23300025 D 112 
23300027 D "2 R89-613-370-375 0.017 
23300028' D 2 R89-613-375-380 0.041 

" '23300029 II 0 2 R89-613-380-385 0.047 
"23300030 11 0 2 R89-613-385-390 0.049 
11 2·3300031 II D 2 R89-613-390-395 0.030 
"23300032 0 2 R89-613-395-400 0.028 
"23300033 0 2 R89-613-400-405 0.016 
"23300034 D 2 R89-613-405-410 0.020 
"23300035 0 2 R89-613-410-415 0.013 
"23300036 D 2 R89-613-415-420 0.015 
"23300037 0 2 R89-613-420-425 0.023 
"23300038 0 2 R89-613-425-430 0.014 
"23300039 0' 2 R89-613-430-435 0.007 
"23300040 D II 2 R89-613-435-440 0.034 
"23300041 011 2 R89-613-440-445 0.012 
11 233000_42 D" 2 R89-613-445-450 0.011 
11 23300043 0" "2 R89-613-450-455 0.010 
"23300044 D" II 2· R89-613-455-460 0.010 

II 

• b > \ 

II 



"23290048" II D ,. "2" "R89-613-225-230 11 - 0.029 
"23290049" "D" "2" "R89-613-230-235 II 0.03 
"23290050" "D" "2" "R89-613-235-240 II 0.011 
"23290051" "D" "2" "R89-613-240-245 II 0.018 
"23290052" "D" "2" "R89-613-245-250 II 0.010 
"E ND" 



J. BARRON 16/10/89"TITLE 02-11-89' 15:01:56 D89-32329.4 
"CLIENT BROHM MINING CORP.
"PROJECT R89-613 #SAMP LES :
"SPECIAL VALUES"
" IS Insufficient Sample"
" -9 No Value Recorded"

50 REFERENCE

flhley

0-250

" Values above the upper limit are shown as +uplimt"
" Values below the lower limit are shown as -lolmt (ie not detected)"
"DETERMINATIONS"
" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"
" 01 Au FA OPT 50 0.002 99.999 Results Reported
"SAMPLE PREPS"
" 40 SAMPLE TYPE=D DRILL CORE
" 41 P17= 50 Assay Prep "
"REMARKS"
" 50 Final results are reported.
M **** ii "
FORMAT ( A 8,1X , 
BEGIN " "Type"

A1,A1,1X,A20,1(1X,A7,A1)) 
"Frac" "Sample ID"

II

" Au
23290001" "D" H 2 11 "R89—613—0-5 II 0.008
23290002" n o "2" "R 8 9-613-5-10 II 0.007
23290003" ■i o n n 2 " "R89-613-10-15 II 0.006
23290004" ii o ii ii 2 •• "R89—613-15—20 II 0.006
23290005" " D " "2" "R89-613-20-25 II 0.018
23290006" II Q II

n 2 •• "R89—613-25-30 II 0.054”

23290007" "D" n 2 11 "R89 — 613 —30-35 II 0.0 2 5_
23290008" II Q II ii 2 •• "R89—613—35—40 II 0.009
23290009" " 0 " n 2 >> "R89—613-40-45 II 0.008
23290011" II Q II 11 2 11 "R89—613—45—50 II 0.007
23290012" II 0 II ii 2 •• "R89—613—50—55 II 0.010
23290013" " D " ii 2 •• "R89—613—55-60 II 0.005
23290014" • 1 Q II n 2 •• "R89—613—60—65 II 0.005
23290015" " D " ii 2 i* "R89—613—65—70 II 0.006
23290016" " D " n 2 •• "R89—613—70—75 II 0.007
23290017" 1. Q II ii 2 •• "R89—613—75—80 II 0.007
23290018" II Q II ii 2 •• "R89—613—80—85 II 0.008
23290019" II Q II ii 2 M "R89—613—85-90 II 0.007
23290020" " D " n 2 •• "R89—613—90—95 II 0.003
23290021" II Q II

11 2 •• "R89—613—95—100 II 0.009
23290022" ■ I Q II ii 2 ** "R89—613—100—105 II 0.003
23290023" " D " ii 2 •• "R89—613—105-110 II 0.005
23290024" "D " n 2 n "R89—613-110—115 II 0.013
23290025" " D " "2" "R89—613-115—120 II 0.005
23290026" " D" n 2 •' "R89-613-120-125 II 0.003
23290027" "D" ii 2 •• "R89-613-125-130 II 0.006
23290028" " D" ii 2 •• "R89—613—130—135 II 0.005
23290029" "D" ii 2 " "R89-613—135-140 II 0.005
23290030" II Q II n 2 •• "R89—613—140—145 II 0.002
23290031" "D" ii 2 *• "R89—613—145—150 II -0.002
23290032" • 1 Q II n 2 "R89—613—150—155 II 0.003
23290033" II Q II ii 2 ii "R89—613—155—160 II 0.005
23290034" II Q II ii 2 u "R89—613—160—165 II -0.002
23290036" " D " ii 2 •• "R89 —613 —165 —17 0 II 0.008
23290037" " D " ii 2 ii "R89—613—170—175 II 0.008
23290038 " " D " ii 2 H "R89—613—175-180 II 0.004
23290039" " D " ii 2 11 "R89—613—180—185 II 0.004
23290040" II Q II ii 2 n "R89—613—185—190 II 0.003
23290041 " "D" ii 2 '• "R89—613—190—195 II 0.011
23290042" II o II n 2 n "R89—613—195—200 II 0.007
23290043" " D " "2" "R89—613—200—205 II 0.005
23290044" "D" n 2 H "R89—613—205—210 II 0.008
23290045" "D" n 2 n "R89-613—210—215 II 0.008
23290046" " D " ii 2 '• "R89-613-215-220 II 0.006

ID Q

odo -
IS @

"TITLE 02-11-89' 15:01:56 089-32329.4 
"CLIENT BROHM MINING CORP. 

J. BARRON 16/10/89" 
II 

"PROJECT R89-613 #SAMPLES: 50 REFERENCE: 0-250 
"SPECIAL VALUES" 
" IS Insufficient Sample" 
" -9 No Value Recorded" 
11 Values above the upper limit are shown as +uplimt" 
"Values below the lower limit are shown as -lolmt 

DETERMINATIONS" 
ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS" 

(le not detected)" 

01 Au FA OPT 50 0.002 99.999 Results Reported II 

SAMPLE PREPS" 
40 SAMPLE TVPE=D 
41 P17a 50 

REMARKS" 

DRILL CORE 
Assay Prep 

50 Final results are reported. 
****" 

'FORMAT (A8,1X,A1,A1,1X,A20,1(1X,A7,A1))" 
"BEGIN " "Type" 
11 23290001' D" 
11 23290002 0" 

"Frac" "Sample ID" 
2 "R89-613-0-5 
2 "R89-613-5-10 

11 23290003 D" 
"23290004 D 
"23290005 D 
"23290006 D 
11 23290007 D 
"23290008 D 
"23290009' D 

2 "R89-613-10-15 
2 "R89-613-15-20 
2 "R89-613-20-25 
2 'R89-613-25-30 
2 R89-613-30-35 
2" R89-613-35-40 
2" R89-613-40-45 

"23290011 0 2" R89-613-45-50 
"23290012 0 2 11 R89-613-50-55 
"23290013 D 2' R89-613-55-60 
"23290014 D 2 R89-613-60-65 
"23290015 D 2 R89-613-65-70 
"23290016 D 2 R89-613-70-75 
"23290017 D' 2 R89-613-75-80 
"23290018 0" 2 R89-613-80-85 
"23290019 D" 2 R89-613-85-90 
"23290020' 0" 2 R89-613-90-95 
11 23290021" O" 2 R89-613-95-100 
11 23290022" D" 2 
11 23290023" 0" 2' 
11 23290024" 0" 2 
11 23290025" 
11 23290026' 
11 23290027 
"23290028 
"23290029 

23290030 
23290031 
23290032 
23290033' 
23290034 
23290036 
23290037 
23290038 
23290039 
23290040 
23290041 
23290042 
23290043 

"23290044 
"23290045 
"23290046 

D 11 2 
'0" 2 
O" '2 
0 " 2 
0 " 2 
D' 2 
D 2 
D 2 
D 2 
0 2' 
D 2 
D 2 

'D 2 
D 2 
0 2 
D 2 
0 "2 
D "2 
D "2 
D "2 
D II 2 

R89-613-100-105 
R89-613-105-110 
R89-613-110-115 
R89-613-115-120 
R89-613-120-125 
R89-613-125-130 
R89-613-130-135 
R89-613-135-140 
R89-613-140-145 
R89-613-145-150 
R89-613-150-155 
R89-613-155-160 
R89-613-160-165 
R89-613-165-170 
R89-613-170-175 
R89-613-175-180 
R89-613-180-185 
R89-613-185-190 
R89-613-190-195 
R89-613-195-200 
R89-613-200-205 
R89-613 - 205-210 
R89-613-210-215 
R89-613-215-220 

II 

II 

II 

II 

II 

II 

II 

II 

II 

II 

Au" 
0.008 
0.007 
0.006 
0.006 
0.018 
0.0541 
0.025_j 
0.009 
0.008 
0.007 
0.010 
0· . 0 0 5 
0.005 
0 . 006 
0.007 
0.007 
0.008 
0.007 
0.003 
0.009 
0.003 
0.005 
0.013 
0.005 
0.003 
.0. 0 0 6 
0.005 
0.005 
0.002 

-0.002 
0.003 
0.005 

-0.002 
0.008 
0.008 
0.004 
0.004 
0.003 
0.011 
0.007 
0.005 
0.008 
0.008 
0.006 
.. . .. _....., 

II 

\ 
lD Q .oLfo 



"23300046" "D"
•'"“'‘if"—

"2"

"23300047" "D" 11 2 •»

"23300048" "D" 11 2 ••

"23300049" "D" 11 2
"23300050" " D " 11 2 ••

"23300052" 11 D" ii 2
"23300053" "D" n 2 •*

'23300054" "D" 11 2««
"23300055" "D" 11 2 •«

’23300056" "D" 11211

23300057" "D" ii 2 "

'23300058" "D" H 2 "
'23300059" "D" 112 ■■

'23300060" "D" ii 2 ••

'23300061" "D" 112 •'

23300062" II Q" 112 •«

23300063" "D" 11 2 ••

END"

"R89—613—465-470 
"R89—613—470-475 
"R89—613—475-480 
"R89—613—480-485 
"R89—613—485—490 
"R89—613—490—495 
"R89—613—495-500 
"R89—613—500—505 
"R89—613—505—510 
"R89—613-510-515 
"R89—613-515-520 
"R89 — 613 — 520-525 
"R89-613-525-530 
"R89-613-530-535 
"R89-613-535-540 
"R89-613-540-545 
"R89-613-545-550

0.056 
0.03 
0.009 
0.013 
0.006 
0.007 
0.009 
0.003 
0.009 
0.007 
0.027 
0.016 
-0.002 
0.006 
0.005 

-0.002 
0

51

.023^

/ <r'(D 05.7

. OZ.6)

..: 
"' 

0. ~ --=--~-q?"--,~ ~ "23300046" 0 2 "R89-613-465-470 II .• Os] "23300047 11 0 2 "R89-613-470-475 II 0.03 · "23300048" 0 2 "R89-613-475-480 0.009 "23300049" 0 2 "R89-613-480-485 0.013 "23300050" 0 2 "R89-613-485-490 0.006 "23300052" 0 2 "R89-613-490-495 0.007 "23300053 1 "0 2• 11 R89-613 -;- 495-50~ 0.009 '23300064 "0 2 11 R89-613-500-505 0.003 "23300065 "O "2 "R89-613-505-510 0.009 ' 23300066 II 0 "2 11 R89-613-510-615 0.007 "23300057 110 "2 - 11 R89-613-516-520 0. 027. 5 ,~-s20 
I 23300058 II 0 "2 "R89-613-520-526 0.016 
I 2~300059 "0 I "2 11 R89-613-525-530 -0.002 ' 23300060 11011 "2 11 R89-613-530-535 0.006 '23300061" 11011 "2 11 R89-613-535-540 0.005 ' 23300062 11 11011 "2 11 R89-613-540-545 II -0.002 . ' 23300063 11 II O II 112 "R89-613-545-550 II . 0. 02~ 5lf5-~"§" 2.0'~ ' EN0 11 

• 0 z,_i) 
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